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LOAD STRENGTH INDEX (Mpa ) ( Av. all dirsctions )
EFFECTIVE POROSITY (Vol%)

[ DRY POINT

DURABILITY IN SALT TEST (V)
(Volume % loss after 10 cycles of salt crystallisation)



