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MAYDENA, LIMESTONE QUALITY, 66 - 143 METRES
FIGURE 2 REPORT 1992/03 AUTHOR: C.R. CALVER

DIVISION OF MINES & MINERAL RESOURCES DRAFTSPERSON: ASM 18,/02/92 5402B
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