
ALS CODE DESCRIPTION

SAMPLE PREPARATION

WEI-21 Received Sample Weight

LEV-01 Waste Disposal Levy

BAG-01 Bulk Master for Storage

PUL-23 Pulv Sample - Split/Retain

LOG-22 Sample login - Rcd w/o BarCode

LOG-24 Pulp Login - Rcd w/o Barcode

CRU-21 Crush entire sample

PUL-QC Pulverizing QC Test

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

ME-MS85 ICP-MSLithium Borate Fusion - Select Elements

ME-MS81 ICP-MSLithium Borate Fusion ICP-MS

ME-ICP61 ICP-AES34 element four acid ICP-AES

CERTIFICATE   BU24052735

This report is for 15 samples of Rock submitted to our lab in Burnie, TAS, Australia 
on 28-FEB-2024.

Project: Mt Lindsay

P.O. No.: VMS382

The following have access to data associated with this certificate:
ALEXANDRA LINTNER ANGELIQUE MARTIN SERGI MASCLANS

RITWIK NAITHANI STUART OWEN
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CERTIFICATE OF ANALYSIS    BU24052735 ALS Brisbane is a NATA Accredited Testing Laboratory. Corporate Accreditation 
No: 825, Corporate Site No: 818.

Sample Description

Method
Analyte
Units

LOD 

WEI-21 PUL-QC ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61

Recvd Wt. Pass75um Ag Al As Ba Be Bi Ca Cd Co Cr Cu Fe Ga

kg % ppm % ppm ppm ppm ppm % ppm ppm ppm ppm % ppm

0.02 0.01 0.5 0.01 5 10 0.5 2 0.01 0.5 1 1 1 0.01 10

ALTC001 0.88 99.1 <0.5 1.48 <5 20 <0.5 <2 0.01 <0.5 <1 13 3 0.98 <10

ALTC001S <0.02 1.3 3.96 485 90 0.7 12 3.80 <0.5 560 29 9410 24.2 10

ALTC002 1.04 99.0 <0.5 14.15 <5 30 1.0 6 0.05 <0.5 12 510 44 16.05 40

ALTC003 1.23 95.2 <0.5 10.85 <5 40 0.6 4 0.07 <0.5 5 287 25 10.45 30

ALTC004 1.02 <0.5 8.96 6 70 0.9 2 0.01 <0.5 8 334 38 12.80 30

ALTC005 1.19 <0.5 8.94 6 60 0.8 2 0.04 <0.5 8 296 17 11.75 30

ALTC006 0.33 <0.5 9.13 <5 140 0.9 3 0.47 <0.5 8 310 39 12.25 30

SOST025 1.11 <0.5 4.97 <5 10 4.4 <2 0.07 <0.5 1 18 2 4.13 20

SOST028 0.79 <0.5 0.64 <5 10 <0.5 <2 0.01 <0.5 1 16 3 0.94 <10

SOST029A 1.17 <0.5 4.71 <5 <10 5.3 <2 0.06 <0.5 1 18 4 3.83 20

SOST029B 1.20 <0.5 0.09 <5 <10 <0.5 <2 <0.01 <0.5 1 9 2 1.17 <10

SOST031 1.16 <0.5 0.31 <5 20 <0.5 <2 0.01 <0.5 1 8 5 0.73 <10

SOST032 0.97 <0.5 0.04 <5 <10 <0.5 <2 <0.01 <0.5 1 8 6 0.98 <10

SOST033 1.18 <0.5 0.31 <5 20 <0.5 <2 <0.01 <0.5 <1 7 3 0.81 <10

SOST034 0.91 <0.5 0.22 <5 20 <0.5 <2 0.01 <0.5 <1 7 4 0.58 <10

***** See Appendix Page for comments regarding this certificate *****
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To:

Project: Mt Lindsay

CERTIFICATE OF ANALYSIS    BU24052735 ALS Brisbane is a NATA Accredited Testing Laboratory. Corporate Accreditation 
No: 825, Corporate Site No: 818.

Sample Description

Method
Analyte
Units

LOD 

ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61

K La Li Mg Mn Mo Na Ni P Pb S Sb Sc Sr Th

% ppm ppm % ppm ppm % ppm ppm ppm % ppm ppm ppm ppm

0.01 10 10 0.01 5 1 0.01 1 10 2 0.01 5 1 1 20

ALTC001 0.04 <10 10 0.01 82 1 0.01 <1 20 2 0.01 <5 2 4 <20

ALTC001S 2.92 160 20 1.08 3960 201 0.64 74 910 13 2.54 7 10 195 <20

ALTC002 0.06 10 10 0.06 238 5 0.03 101 1070 3 0.06 <5 40 18 <20

ALTC003 0.10 20 10 0.06 123 3 0.03 102 420 6 0.03 <5 26 17 <20

ALTC004 0.09 10 20 0.07 165 4 0.04 100 480 10 0.08 <5 28 9 <20

ALTC005 0.18 10 30 0.11 129 3 0.05 74 250 15 0.04 <5 22 19 <20

ALTC006 0.19 60 20 0.19 1065 2 0.06 123 1150 11 0.05 <5 20 58 <20

SOST025 0.02 10 30 0.25 222 1 0.43 4 30 <2 0.01 <5 6 14 <20

SOST028 0.04 <10 10 0.01 54 <1 0.02 7 20 2 <0.01 <5 2 3 <20

SOST029A 0.02 10 30 0.26 234 1 0.43 1 20 <2 <0.01 <5 6 13 <20

SOST029B 0.01 <10 <10 <0.01 117 1 0.01 2 <10 <2 <0.01 <5 <1 3 <20

SOST031 0.11 <10 10 0.02 82 1 0.02 1 10 <2 0.01 <5 1 4 <20

SOST032 0.01 <10 <10 <0.01 112 1 0.01 1 <10 <2 <0.01 <5 <1 2 <20

SOST033 0.12 10 10 0.02 89 1 0.01 2 10 2 0.01 <5 1 3 <20

SOST034 0.08 10 10 0.01 82 1 0.01 1 30 12 0.02 <5 1 6 <20

***** See Appendix Page for comments regarding this certificate *****
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CERTIFICATE OF ANALYSIS    BU24052735 ALS Brisbane is a NATA Accredited Testing Laboratory. Corporate Accreditation 
No: 825, Corporate Site No: 818.

Sample Description

Method
Analyte
Units

LOD 

ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-ICP61 ME-MS85 ME-MS85 ME-MS85 ME-MS85 ME-MS85 ME-MS81 ME-MS81 ME-MS81 ME-MS81

Ti Tl U V W Zn Ce Dy Nd Sn W Ba Ce Cr Cs

% ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm

0.01 10 10 1 10 2 0.1 0.05 0.1 0.5 0.5 0.5 0.1 5 0.01

ALTC001 0.18 <10 <10 13 <10 5 16.7 8.1 20 0.42

ALTC001S 0.36 <10 30 156 130 32 >10000 162.0 41 0.68

ALTC002 2.82 <10 <10 312 <10 39 42.1 56.0 610 1.12

ALTC003 1.59 <10 <10 188 <10 16 42.3 39.0 342 1.63

ALTC004 1.83 <10 <10 244 <10 35 77.8 37.8 406 1.64

ALTC005 1.57 <10 <10 224 <10 17 69.8 50.3 352 2.71

ALTC006 1.73 <10 <10 196 <10 33 137.5 73.6 369 2.17

SOST025 0.21 <10 <10 24 10 20 14.6 8.74 5.7 138.5 11.9

SOST028 0.11 <10 10 12 <10 2 6.2 0.62 2.6 1.2 1.0

SOST029A 0.18 <10 <10 25 10 19 15.4 7.35 6.9 82.5 11.2

SOST029B 0.03 <10 <10 2 <10 6 0.7 0.33 0.2 1.3 1.1

SOST031 0.06 <10 <10 5 <10 2 6.0 0.88 2.4 3.2 1.0

SOST032 0.03 <10 <10 1 <10 2 1.0 0.30 0.4 1.8 0.7

SOST033 0.05 <10 <10 4 <10 5 11.6 0.83 4.9 0.9 0.9

SOST034 0.07 <10 <10 4 <10 3 16.0 1.41 6.0 1.2 1.1

***** See Appendix Page for comments regarding this certificate *****
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CERTIFICATE OF ANALYSIS    BU24052735 ALS Brisbane is a NATA Accredited Testing Laboratory. Corporate Accreditation 
No: 825, Corporate Site No: 818.

Sample Description

Method
Analyte
Units

LOD 

ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81

Dy Er Eu Ga Gd Hf Ho La Lu Nb Nd Pr Rb Sc Sm

ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm

0.05 0.03 0.02 0.1 0.05 0.05 0.01 0.1 0.01 0.05 0.1 0.02 0.2 0.5 0.03

ALTC001 1.44 1.24 0.05 4.2 0.88 10.90 0.37 4.5 0.31 7.55 2.7 0.96 2.9 1.7 0.61

ALTC001S 3.51 2.36 1.64 16.6 3.37 3.00 0.71 217 0.26 6.27 27.4 10.40 79.5 12.2 4.55

ALTC002 1.08 0.63 0.50 44.9 1.26 8.89 0.26 29.8 0.10 83.2 12.9 5.13 4.7 52.2 2.28

ALTC003 1.55 0.97 0.41 30.0 1.18 8.85 0.33 18.3 0.21 52.3 9.1 3.18 8.8 25.9 2.04

ALTC004 2.04 1.32 0.88 39.4 2.25 9.88 0.39 18.4 0.19 60.7 14.6 4.18 10.7 49.0 3.60

ALTC005 2.54 1.59 0.75 33.0 2.79 13.10 0.46 20.9 0.26 51.2 16.0 4.56 16.0 31.2 2.99

ALTC006 2.13 1.04 0.80 33.2 2.53 8.80 0.29 65.1 0.22 57.3 26.6 9.42 22.6 20.6 4.04

SOST025

SOST028

SOST029A

SOST029B

SOST031

SOST032

SOST033

SOST034

***** See Appendix Page for comments regarding this certificate *****
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To:

Project: Mt Lindsay

CERTIFICATE OF ANALYSIS    BU24052735 ALS Brisbane is a NATA Accredited Testing Laboratory. Corporate Accreditation 
No: 825, Corporate Site No: 818.

Sample Description

Method
Analyte
Units

LOD 

ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81 ME-MS81

Sn Sr Ta Tb Th Ti Tm U V W Y Yb Zr

ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm

0.5 0.1 0.1 0.01 0.05 0.01 0.01 0.05 5 0.5 0.1 0.03 1

ALTC001 3.0 3.6 1.0 0.18 3.56 0.19 0.24 2.18 16 1.7 10.0 1.45 443

ALTC001S 10.0 236 0.6 0.66 7.96 0.40 0.27 41.9 181 137.5 18.7 1.76 115

ALTC002 3.4 17.5 5.4 0.23 7.20 2.94 0.08 2.80 354 0.9 4.0 0.64 374

ALTC003 4.9 17.2 3.6 0.22 6.58 1.76 0.16 2.69 214 1.4 7.3 1.02 368

ALTC004 3.9 12.8 3.9 0.35 9.35 2.14 0.18 3.15 297 1.5 9.8 1.31 404

ALTC005 4.0 21.5 3.5 0.39 12.00 1.85 0.24 3.57 252 1.8 12.3 1.67 539

ALTC006 3.3 58.5 3.5 0.38 6.83 1.96 0.12 2.39 234 2.2 8.8 1.04 358

SOST025

SOST028

SOST029A

SOST029B

SOST031

SOST032

SOST033

SOST034

***** See Appendix Page for comments regarding this certificate *****
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Project: Mt Lindsay

CERTIFICATE OF ANALYSIS    BU24052735 ALS Brisbane is a NATA Accredited Testing Laboratory. Corporate Accreditation 
No: 825, Corporate Site No: 818.

CERTIFICATE COMMENTS

ACCREDITATION COMMENTS

NATA Accreditation covers the performance of this service but does not cover the performance of ALS Brisbane Sample Preparation. Corporate 
Accreditation No:825, Corporate Site No:818. Technical Signatory: Christopher Snowdon, ICPAES Reporting Chemist
ME-ICP61Applies to Method:

LABORATORY ADDRESSES

Processed at ALS Brisbane located at 32 Shand Street, Stafford, Brisbane, QLD, Australia. Processed at ALS Brisbane Sample Preparation at 23 
Pineapple Street, Zillmere, QLD, 4034, Australia
ME-ICP61Applies to Method: ME-MS81 ME-MS85

Processed at ALS Burnie located at 39 River Road, Burnie, TAS, Australia.

BAG-01Applies to Method: CRU-21 LEV-01 LOG-22

LOG-24 PUL-23 PUL-QC WEI-21
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